
NO. ITEM  ANALYSIS RESULT

1 DENSITY OF PVC 1.3

2 THICKNESS OF STEEL WIRE 0.9MM~2.6MM

3 HARDNESS 75˚±5˚

4 RESISTANCE OF  TEMPERTURE  -10˚C~ 65˚C

5 Mpa 0.4~0.8Mpa

TEST REPORT OF COOLER TRANSPARENT HORSE 


